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ABSTRACT 

Background: Migraine has recently become a major interest to 

neuroscientists. Almotriptan is an effective medicine used to treat 

migraine and certain other headaches. This study for the first time has 

been done to prepare and evaluate specific Almotriptan nanoparticles 

(A-NP) by different technique. Almotriptan nanoparticles has been 

developed by different method for antimigraine activity. Polymers 

such as Chitosan, Albumin, Gelatin, Eudragit-L100 and cross linking 

agent, were used at different levels to prepare Almotriptan 

nanoparticles with high entrapment efficiency and low particle size. 

Completion of the reaction was confirmed by Infrared spectroscopy. 

Nanoparticles prepared by different methods were evaluated for shape, 

surface morphology, Polydispersity index, Zeta potential, particle size 

distribution and entrapment efficiency. Results: Among all the 

formulation, (AC5) formulation of Almotriptan-loaded Chitosan nanoparticles using ion 

gelation technique has small particle size around 75.3 nm, Polydispersity index of 0.54, Zeta 

potential +25.3 mV and high entrapment efficiency around 75.4 %. So it can be the 

appropriate method for preparing Almotriptan nanoparticles. Conclusion: Chitosan 

Nanoparticles in the presence of 0.75 % (W/V) Sodium Tripoly-Phosphate as a cross linking 

agent gives better result and could be used as drug delivery vehicle. 
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INTRODUCTION  

Migraine headaches are an episodic disorder consisting of a severe unilateral throbbing 

headache that is most commonly associated with nausea or sensitivity to light or sound. 

Migraine is considered a neurovascular disease involving dilatation of cerebral arteries and is 

one of the most common complaints encountered by neurologists in daily practice. It is also 

one of the top 20 causes of disability worldwide. Migraines are more common than either 

asthma or diabetes. Approximately 15% of women and 6% of men suffer from periodic 

episodes of migraine headaches. Migraine is most common in those between 30 to 39 years 

of age, and tends to run in families. Migraine headache is a neurological disorder often 

initiated by a trigger and characterized by a headache, which may be accompanied by a 

variety of multiple organ/system symptoms, such as nausea, allodynia, vomiting, and urinary 

frequency.
[1, 2]

 

 

Triptans are serotonin 5-hydroxytryptamine (5-HT) receptor agonists that are generally 

effective, well tolerated, safe, and used to treat migraine and certain other headaches. They 

may be taken subcutaneously, orally as tablets, capsules, or quick-dissolving wafers, or 

intranasally as a spray.
[3]

 

 

The use of polymeric nanoparticles (PNP) in drug delivery, generally increases the stability 

of the pharmaceutical agents and it can be easily and cheaply fabricated in large quantities by 

a multitude of methods. Nanoparticles (NPS) have been extensively investigated in 

biomedical and biotechnological areas and especially in drug delivery systems for drug 

targeting. The advantages of targeted drug delivery to the specific site of the body, paved the 

way for applying NPs to achieve this type of drug delivery. Much attention has been provided 

to non-parenteral routes like oral, pulmonary, nasal and opthalmic delivery of the drugs.
[5]

 

 

The present research work deals with the design of targeted NPs of Almotriptan (second-

generation triptans) using different methods such as Ion gelation, Coacervation technique and 

Nanoprecipitation and polymers.  

 

METHODS 

Instrumentation and materials 

Almotriptan were received as a gift samples from Apotex research private limited, Bangalore. 

Chitosan, Albumin, Gelatin, Eudragit L-l00 and Sodium Tripoly-Phosphate (TPP) were 

procured from Sigma Aldrich private limited company (Pvt. Ltd). India. Acetone was 
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procured from Avra synthesis Pvt. Ltd. Pune, India. Polysorbate 80 (Tween 80), Sodium 

hydroxide, were purchased from S. D. Fine Chemicals Ltd. Mumbai, India. 

 

Drug Excipient Compatibility Study  

Drug-excipient interaction plays a vital role in the release of drug from the formulation. 

Fourier transform infrared spectroscopy (FTIR) has been used to study the physical and 

chemical interactions between the drug and the excipients used. Fourier transform infrared 

(FTIR) spectra of Almotriptan, Chitosan, Albumin, Gelatin, Eudragit L100 and physical 

mixture of Almotriptan with Chitosan, Albumin and Gelatin, Eudragit L100 were recorded 

using KBr pellet method on FTIR instrument 
[13]

.
 

 

Analytical method 

About 100 mg of Almotriptan was dissolved in pH 5.5 phosphate buffer in a 100 ml 

volumetric flask and made up to 100 ml with the same. Aliquots from this stock solution 

were taken, and dilutions were done using distilled water to obtain concentrations of 2, 4, 6, 

8, and 10 µg/ml. Absorbances of these solutions were measured at 227 (ɚmax of Almotriptan). 

The data is presented in table 3. Graphical representation is given in figure 9.
[13] 

 

Preparation of Almotriptan -loaded Chitosan Nanoparticles by ion gelation method: 

Chitosan nanoparticles containing the drug Almotriptan (A-NP) were prepared by the 

ionotropic gelation technique.
[5,6]

 Accurately weighed chitosan was dissolved in 1% v/v 

acetic acid solution, to which Tween 80 and the drug were added. 

 

Sodium tri poly phosphate (TPP) was dissolved in distilled water. To the chitosan-drug 

solution, TPP solution was added dropwise through a no.4 syringe needle and continuously 

stirred using a mechanical stirrer (Remi Motors- RO-123, RPM 4000) at room temperature 

for 30 min, which led to the formation of nanoparticles. Subsequently, the pH was adjusted to 

5.5 with the help of a required amount of 1N, NaOH and then centrifuged at 12000 rpm using 

a refrigerated centrifuge (Eppendorf Centrifuge 5430R). 
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Table 1: Experimental control factors and different levels of Polymer (Chitosan) and 

Cross linking agent (TPP), for Almotriptan loaded Chitosan nanoparticles (AC1-AC9) 

formulation . 

S.No Ingredients AC1 AC2 AC3 AC4 AC5 AC6 AC7 AC8 AC9 

1 

Drug: polymer 

concentration 

(mg/ml) 

1:1 1:2 1:3 1:1 1:2 1:3 1:1 1:2 1:3 

2 TPP (w/v) 0.5 0.5 0.5 0.75 0.75 0.75 1 1 1 

3 Tween 80 (ml) 0.02 0.02 0.02 0.02 0.02 0.02 0.02 0.02 0.02 

4 Stirring speed (rpm) 1500 1500 1500 1500 1500 1500 1500 1500 1500 

0.1N NaOH is added till the pH of the solution reaches 5.5 

 

 

Figure 1: Schematic representation of ionotropic gelation method. 

 

1) Preparation of Triptan -loaded Albumin Nanoparticles 

Albumin nanoparticles containing the drugs (Almotriptan), were prepared by the 

Coacervation technique.
[7,8]

 The accurately weighed amount of Almotriptan 2.5 mg and Egg 

Albumin at various ratios (1:1, 1:2 and 1:3) were dissolved in 50 ml of distilled water. Then 

the solution was stirred using magnetic stirrer and required amount of acetone was added 

drop wise from a syringe until the solution becomes turbid. The egg albumin was cross linked 

by adding 4% glutaraldehyde. Then the pH was adjusted to 5.5 with the help of required 

amount of 0.1N hydrochloric acid. The solution was mixed continuously for 3 hours at 4000 

rpm at room temperature using mechanical stirrer. After cross linking, the egg albumin 

nanoparticles were subjected to sonication for 5 min. Then the nanoparticles were centrifuged 

at 5000 rpm for 30 min. After centrifugation the supernatant liquid was removed and the 

suspension was washed 3 to 4 times with acetone and then finally dried in vacuum drier. 

(Table 2). 
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Table 2: Experimental control factors and different levels of polymer (Albumin) and 

4% glutaraldehyde for Almotriptan Loaded-Albumin nanoparticles (AA1- AA9) 

formulation.  

No Ingredients AA1 AA2 AA3 AA4 AA5 AA6 AA7 AA8 AA9 

1 Drug: polymer concentration 1:1 1:2 1:3 1:1 1:2 1:3 1:1 1:2 1:3 

3 Acetone 2 2 2 2 2 2 2 2 2 

4 4 % Glutaraldehyde (µl) 150 150 150 200 200 200 250 250 250 

6 Distilled water (ml) 50 50 50 50 50 50 50 50 50 

5 Stirring speed (rpm) 1500 1500 1500 1500 1500 1500 1500 1500 1500 

0.1N HCl is added till the pH of the solution reaches 5.5 

 

 

Figure 2: Schematic representation of the Coacervation technique. 

 

2) Preparation of Triptan -loaded Gelatin Nanoparticles by two-step modified 

desolvation method 

Gelatin nanoparticles containing the drugs Almotriptan, were prepared by the Coacervation 

technique.
[9,10]

 The accurately weighed amount of Almotriptan and Gelatin type A at various 

ratios (1:1, 1:2 and 1:3) were dissolved in distilled water (50 ml) under constant heating 

temperature range. Acetone was added to the gelatin solution as a desolvating agent to 

precipitate the high molecular weight (HMW) gelatin. The supernatant was discarded and the 

HMW gelatin re-dissolved by addition 50 mL distilled water and stirring at 600 rpm under 

constant heating. Acetone was added drop-wise to form nanoparticles. 4% glutaraldehyde 

solution was used as a crosslinking agent. At the end of the process the pH of the gelatin 

solution was adjusted to 5.5 with 1N HCl, and stirred for 12 h at 600 rpm. The particles were 

purified by threefold centrifugation and dispersed in acetone (30%) with milliQ water. After 

the last redispersion, the acetone was evaporated using concentrator (speed vacuum). Finally, 

after stirring for 12 hours, the particles were purified by three-fold centrifugation (16000 rpm 

for 20 min) and dispersed in acetone/water (30/70). The purified nanoparticles are stored as 

dispersion in highly purified water (conductivity < 0.04 µs/cm) at 4-8°C. 
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The following parameters were changed to study their effect on the characteristics of the 

nanoparticles: Concentration of Gelatin (Type A) and 4% glutaraldehyde as a cross-linking 

agent. (Table 3). 

 

Table 3: Experimental control factors and different levels of Polymer (Gelatin) and 4% 

Glutaraldehyde for Almotriptan loaded Gelatin nanoparticles (AG1-AG9) formulation . 

S.No Ingredients AG1 AG2 AG3 AG4 AG5 AG6 AG7 AG8 AG9 

1 Drug: polymer concentration 1:1 1:2 1:3 1:1 1:2 1:3 1:1 1:2 1:3 

3 4% Glutaraldehyde (µl) 150 150 150 200 200 200 250 250 250 

4 Distilled Water(ml) 50 50 50 50 50 50 50 50 50 

6 Acetone (ml) 75 75 75 75 75 75 75 75 75 

7 Stirring speed (rpm) 1500 1500 1500 1500 1500 1500 1500 1500 1500 

8 Temperature(°C) 50 50 50 50 50 50 50 50 50 

0.1N HCl is added till the pH of the solution reaches 5.5 

 

3) Preparation of Almotriptan -loaded Eudragit L-100 nanoparticles 

The Eudragit L-100 nanoparticles containing the drug Almotriptan (A) were prepared by 

nanoprecipitation method.
[11,12]

 The accurately weighed amount of drug (Almotriptan) and 

Eudragit L-100 in different ratios (1:1, 1:2, 1:3) were dissolved in 2 ml of ethanol. The 

internal organic phase solution was slowly injected into 10 ml of the external aqueous 

solution containing 1% of stabilizer (Poloxamer 188 / PVP) and 0.02 ml Tween 80 and the 

mixtures were continuously stirred at 500 rpm using a mechanical stirrer (Remi Motors- RO-

123, RPM 4000) at room temperature for 50 minutes, Subsequently, the pH was adjusted to 

5.5 with the help of a required amount of 0.1N, NaOH. Internal organic phase solutions are 

always composed of solvents, making the drug and Eudragit L-100 soluble completely, and 

the external aqueous phase comprises aqueous solution with surfactant in it. The surfactant 

can penetrate into the Almotriptan nanoparticles during the nanoprecipitation process to form 

a stable nanoparticle delivery system. Ethanol was completely removed by rotary vacuum 

evaporation under a water bath at 32°C. The nanoparticles formed were centrifuged using a 

refrigerated centrifuge (Eppendorf Centrifuge 5430R) at 11,000 rpm for 60 minutes. The 

supernatant was separated and analyzed. The Almotriptan nanoparticles were collected, 

washed three times with distilled water and freeze dried (Table 4).  
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Table 4: Experimental control factors for Almot riptan -Loaded Eudragit L-100 

nanoparticles formulation. 

SL. No Ingredients AE1 AE2 AE3 AE4 AE5 AE6 

Internal phase 

(Organic phase)        

1 Drug: Polymer Concentration 1:1 1:2 1:3 1:1 1:2 1:3 

2 Ethanol (ml) 2 2 2 2 2 2 

External phase 

(Aqueous phase)        

1 Tween 80 (ml) 0.02 0.02 0.02 0.02 0.02 0.02 

2 Water (ml) 10 10 10 10 10 10 

3 PVA (%) 1 1 1 - - - 

4 Poloxamer 188 (%) - - - 1 1 1 

 

 

Figure 3: Schematic representation of the Nanoprecipitation Technique. Surfactant is 

optional. 

 

Characterization of nanoparticles 

Shape and Surface morphology 

The shape and surface morphology of the nanoparticles was visualized by scanning electron 

microscopy (LEO-430 Cambridge and U.K). The samples were prepared by lightly sprinkling 

nanoparticles on double-sided adhesive tape on an aluminum stub. The stubs were then 

coated with gold to a thickness of 200 to 500 Å under an argon atmosphere using a gold 

sputter module in a high vacuum evaporator. The samples were then randomly scanned and 

photomicrographs were taken at different magnifications with SEM. 

  

Particle Size and Zeta Potential Measurement 

Particle size was measured with the help of HORIBA Scientific Nano Partica, nanoparticle 

analyzer SZ-100. For the determination of particle size, samples were prepared by tenfold 

dilution of 1 ml of the Nano particulate suspension with distilled water. The analysis was 
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carried out in triplicate. The average particle size, Polydispersity index and Zeta potential 

were measured by HORIBA scientific nano Partica, nanoparticle analyzer SZ-100. 

 

Drug Entrapment Efficiency 

The entrapment efficiency of the formulation was determined upon the centrifugation of a 

fixed quantity of the aqueous Nano particulate suspension (about 2ml) at 12000 rpm for 30 

minutes at 20°C (SIGMA 3-18K, Sartorious). The absorbance of the unencapsulated drug in 

the supernatant was evaluated using UV-VIS spectrophotometer (UV-1800 Pharma Spec, 

Shimadzu).  

 

The drug entrapment of the nanoparticles was calculated by the following equation.
[14]

 

 

 

RESULTS AND DISCUSSION 

IR spectroscopy 

The IR spectrum of pure drug (Almotriptan) were found to be similar to the standard 

spectrum of Almotriptan which was in compliance with I.P. standards.
[10]  

 

Drug-excipients compatibility study was carried out by FTIR technique and it shows that 

there is no interaction between Almotriptan and other excipients used as all the characteristic 

peaks of the drug remained unchanged when mixed with excipients. (Figures No. 6, 7 and 8). 

 

 

Figure 6: IR spectra of pure drug Almotriptan.  
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Figure 7: IR spectra of Chitosan (A), Eudragit L-100 (B), Gelatin (C), Albumin (D) 

polymers. 

 

 

Figure 8: FT-IR spectra of physical mixture of Almotriptan, with the Albumin  (A), 

Gelatin (B), Chitosan (C) and Eudragit L100 (D). (Fig.6).   
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Analytical method 

The calibration curve for Almotriptan, in pH 5.5 buffer was linear in the concentration range 

2ï10 Õg/ml at ɚmax of 227 nm. The R
2
 value of Almotriptan, were found to be 0.9968, and the 

average slope were found to be 0.1011.  The data is presented in table No. 6, and the 

graphical representation is given in figure No. 9. 

  

Table 6: Calibrati on curve data for Almotriptan in phosphate buffer pH 5.5 at λmax of 

227 nm. 

Concentration in µg/ml Absorbance at λmax 227 

0 0 ± 0.01 

2 0.209 ± 0.03 

4 0.430 ± 0.04 

6 0.622 ± 0.02 

8 0.823 ± 0.01 

10 0.978 ± 0.05 

n=3; Values are mean ± standard deviation 

 

 

Figure 9: Calibration curve of Almotriptan . 

 

Particle size, Zeta Potential Measurement of Nanoparticles 

The particle size and zeta potential of the all formulations of Almotriptan nanoparticles were 

analyzed by HORIBA scientific nano Partica, nanoparticle analyzer SZ-100 and a zeta sizer. 

The values for the average particle size, Zeta potential, and Polydispersity index for 

Almotriptan loaded Chitosan nanoparticles by ion gelation method are tabulated in table 

number 7. Among all the formulations AC5 showed the minimum average particle size around 

75.3 with zeta potential 25.3 mV, was showed in figure No. 10.   

 

The values for the average particle size, zeta potential, and Polydispersity index for 

Almotriptan loaded albumin and gelatin nanoparticles by Coacervation method are tabulated 

in tables no. 8 and 9 respectively. 
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The drug and albumin polymer, ratio of 1:2 with 200 µl of 4% Glutaraldehyde as cross linker 

(AA5) showed particle size of 48.8 nm, Polydispersity index of 0.51 and zeta potential of 

+29.0 mV. 

 

The drug and gelatin polymer, ratio of 1:2 with 200 µl of 4% Glutaraldehyde as a cross linker 

(AG5) showed particle size of 96.7 nm, Polydispersity index of 0.59 and zeta potential of 

+23.4 mV. From the above formulations the drug and polymer ratio of 1:2 and 200 µl of 4% 

Glutaraldehyde showed the best results for both albumin and gelatin nanoparticles 

formulations of the drug. 

 

The values for the average particle size, zeta potential, and Polydispersity index for 

Almotriptan loaded Eudragit-L100 nanoparticles by Nanoprecipitation method are tabulated 

in table No. 10. 

 

The drug and polymer ratio of 1:3 (A3) with 1% PVA as stabilizer showed particle size of 

20.9 nm and Polydispersity index of 0.37 and zeta potential of -21.0 mV. 

 

The drug and polymer ratio of 1:3 (AE3) with 1% PVA as stabilizer was showed minimum 

particle size of 28.3 nm and Polydispersity index of 0.37 and zeta potential of -21.0 mV. The 

drug and polymer ratio of 1:3 was showed the best results. 
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Figure 10: Average particle size and Zeta Potential of Almotriptan loaded Chitosan 

Nanoparticles (A-CNP). 

 

Table 7: Data for Particle Size, Entrapment Efficiency, Zeta Potential and 

Polydispersity Index for the formulation of Almotriptan, at variable levels of Chitosan, 

and Cross linking agent (TTP).  

Formulation 

Average particle 

Size (nm) 

± S.D 

Zeta Potential 

(mV) 

± S.D 

Polydispersity 

Index (PdI) 

± S.D 

Entrapment 

Efficiency (%) 

± S.D 

1.Almotriptan (AC1) 136.9 ± 4.8 20.1 ± 1.0 0.58 ± 0.28 52 ± 0.4 

2.Almotriptan (AC2) 151.1 ± 1.6 21.7 ± 0.6 0.58 ± 0.32 65 ± 1.7 

3.Almotriptan (AC3) 142.3 ± 2.9 19.5 ± 0.9 0.64 ± 0.24 55 ± 1.1 

4.Almotriptan (AC4) 103.7 ± 2.6 29.1 ± 1.4 0.39 ± 0.14 67 ± 1.7 

5.Almotriptan (AC5) 75.3 ± 3.5 25.3 ± 2.3 0.67 ± 0.19 75 ± 0.4 

6.Almotriptan (AC6) 106.6 ± 2.3 26.6 ± 1.4 0.56 ± 1.14 71 ± 1.4 

7.Almotriptan (AC7) 111.6 ± 0.4 22.6 ± 1.4 0.62 ± 1.33 68 ± 1.4 

8.Almotriptan (AC8) 124.6 ± 1.9 23.6 ± 1.4 0.59 ± 0.34 69 ± 1.4 

9.Almotriptan (AC9) 171.3 ± 4.6 20.5 ± 0.2 0.54 ± 0.54 74 ± 1.5 

n=3; Values are mean ± standard deviation 
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Table 8: Data for Particle Size, Entrapment Efficiency, Zeta Potential, Polydispersity 

Index for the formulation of Almotriptan, at variable levels of Albumin, and 4 % 

Glutaraldehyde.  

Formulation 
Average particle 

size ± S.D 

Zeta Potential 

± S.D 

Polydispersity 

Index ± S.D 

Entrapment 

Efficiency ± S.D 

1.Almotriptan (AA1) 112.9 ± 9.8 20.1 ± 1.0 0.68 ± 0.28 52 ± 0.4 

2.Almotriptan (AA2) 81.1 ± 1.6 19.7 ± 0.6 0.78 ± 0.32 55 ± 1.7 

3.Almotriptan (AA3) 90.3 ± 2.9 20.5 ± 0.9 0.34 ± 0.24 45 ± 1.1 

4.Almotriptan (AA4) 71.7 ± 2.6 21.6 ± 1.4 0.49 ± 0.14 47 ± 1.7 

5.Almotriptan (AA5) 48.8 ± 0.8 29.7 ± 2.3 0.51 ± 0.29 67 ± 1.1 

6.Almotriptan (AA6) 61.3 ± 6.6 20.5 ± 0.2 0.44 ± 0.14 55 ± 1.5 

7.Almotriptan (AA7) 98.8 ± 1.6 19.3 ± 2.3 0.39 ± 0.14 59 ± 0.6 

8.Almotriptan (AA8) 120.4 ± 4.7 23.2 ± 4.3 0.59 ± 0.14 61 ± 0.5 

9.Almotriptan (AA9) 134.2 ± 5.7 20.8 ± 0.6 0.39 ± 0.14 57 ± 1.4 

n=3; Values are mean ± standard deviation 

 

Table 9: Data for Particle Size, Entrapment Efficiency, Zeta Potential, Polydispersity 

Index for the formulation of Almotriptan, at variable levels of Gelatin, and 4 % 

Glutaraldehyde. 

Formulation 
Average particle 

size ± S.D 

Zeta Potential 

± S.D 

Polydispersity 

Index ± S.D 

Entrapment 

Efficiency ± S.D 

1.Almotriptan (AG1) 136.9 ± 9.8 20.1 ± 1.0 0.58 ± 0.28 52 ± 0.4 

2.Almotriptan (AG2) 151.1 ± 1.6 21.7 ± 0.6 0.38 ± 0.32 65 ± 1.7 

3.Almotriptan (AG3) 142.3 ± 2.9 19.5 ± 0.9 0.34 ± 0.24 55 ± 1.1 

4.Almotriptan (AG4) 103.7 ± 2.6 22.6 ± 1.4 0.39 ± 0.14 67 ± 1.7 

5.Almotriptan (AG5) 96.7 ± 0.7 23.4 ± 2.3 0.59 ± 0.19 75 ± 0.4 

6.Almotriptan (AG6) 106.6 ± 2.3 26.6 ± 1.4 0.56 ± 1.14 71 ± 1.4 

7.Almotriptan (AG7) 111.6 ± 0.4 22.6 ± 1.4 0.42 ± 1.33 68 ± 1.4 

8.Almotriptan (AG8) 124.6 ± 1.9 23.6 ± 1.4 0.51 ± 0.34 69 ± 1.4 

9.Almotriptan (AG9) 176.3 ± 0.6 20.5 ± 0.2 0.54 ± 0.54 75 ± 1.5 

n=3; Values are mean ± standard deviation 

 

Table 10: Data for Particle Size, Entrapment Efficiency, Zeta Potential, Polydispersity 

Index, formulation of Almotriptan, at variable levels of Eudragit L -100 (AE1-AE3) and 

Stabilizer (AE4-AE6), for Eudragit L -100 nanoparticles formulation. 

Formulation 
Average particle 

size ± S.D 

Zeta Potential 

± S.D 

Polydispersity 

Index ± S.D 

Entrapment 

Efficiency ± S.D 

1.Almotriptan (AE1) 71.5 ± 9.8 -20.1 ± 1.0 0.38 ± 0.28 42 ± 0.4 

2.Almotriptan (AE2) 30.6 ± 1.6 -20.7 ± 0.6 0.43 ± 0.32 55 ± 1.7 

3.Almotriptan (AE3) 28.3 ± 2.9 -21.0 ± 0.1 0.37 ± 0.24 59 ± 0.7 

4.Almotriptan (AE4) 120.7 ± 2.6 -16.6 ± 1.4 0.39 ± 0.14 47 ± 1.1 

5.Almotriptan (AE5) 87.5 ± 3.5 -19.7 ± 2.3 0.23 ± 0.19 49 ± 1.3 

6.Almotriptan (AE6) 81.3 ± 6.6 -18.5 ± 0.2 0.35 ± 0.14 55 ± 1.5 
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Entrapment Efficiency 

Entrapment efficiency of the Almotriptan-loaded Chitosan, Albumin, Gelatin and Eudragit 

nanoparticles were determined and the data were shown in tables No. 7, 8, 9, and 10 

respectively. Among all the formulations AC5 showed an average drug entrapment efficiency 

of 75.4 ± 0.4%, which is highest amongst all the formulations. 

 

Scanning Electron Microscopy 

The shape and surface morphology of the Almotriptan-loaded nanoparticles (A-NP) by using 

different formulation and polymers were visualized by scanning electron microscopy (SEM) 

for morphological studies.  

 

The shape and surface morphology of the chitosan polymer and Almotriptan-loaded Chitosan 

nanoparticles (C-NP) by scanning electron microscopy (SEM) are presented in Figure No. 11. 

It revealed that the nanoparticles were spherical in shape and have a smooth surface. The 

SEM images of Gelatin polymer, pure drug (Almotriptan) and Almotriptan-loaded Gelatin 

nanoparticles are presented in figure. No. 12. The SEM images of Albumin polymer, and 

Almotriptan-loaded Albumin nanoparticles are presented in figure. No. 13. It revealed that 

the nanoparticles were spherical in shape and have a smooth surface. 

 

The shape and surface morphology of the Almotriptan-loaded Eudragit L-100 Nanoparticles 

(E-NP) by scanning electron microscopy (SEM) were revealed that the nanoparticles are 

round in shape and have a smooth surface. (Figure 14). 

 

 

Figure: 11 Scanning electron microscopy images of Chitosan (A) and Almotriptan 

loaded Chitosan Nanoparticles (C-NP). 
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Figure. 12 Scanning electron microscopy images of Gelatin (A), Almotriptan (B) and 

Almotriptan loaded Gelatin Nanoparticles (G-NP). 

 

 

Figure. 13 Scanning electron microscopy images of Albumin (A) and Almotriptan 

loaded Albumin Nanoparticles (A-NP). 

 

 

Figure. 14 Scanning electron microscopy images of Eudragit L-100 and Almotriptan 

loaded Eudragit Nanoparticles (ET-NP). 

 

CONCLUSION 

Almotriptan-loaded Nanoparticles were successfully formulated via different techniques. 

Among all the formulations, formulation AC5 containing drug and Chitosan in the ratio of 
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1:2 and 0.75 % (W/V) Sodium Tripoly-Phosphate as a cross linking agent was selected as the 

optimum formulation. The optimum AC5 formulation had the small particle size of 75.3 nm, 

Polydispersity index of 0.67 and Zeta potential of +25.3 mV and the high entrapment 

efficiency of 75 ± 0.4 %. 
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